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Datasheet: 316L Powder AM PSD 15-53μm

      Brief Introduction

      Powder Electron Microscope (Sphericity 90%)

Project Particle Size Distribution Hall flow Apparent density Tap density

Range
D10 D50 D90

≤20s/50g ≥4.00g/cm³ ≥4.80g/cm³
18-25μm 30-40μm 50-60μm

Print State Performance

Tensile 
Strength(Mpa)

Yield 
Strength(Mpa) Hardness(HV) Elongation(%)

600±50 500±50 215± 10 34±5

Heat Treated Performance

Tensile 
Strength(Mpa)

Yield 
Strength(Mpa) Hardness(HV) Elongation(%)

550±50 450±50 190±10 45 ± 5

      Mechanical Properties

      Chemical Composition of Powder (wt.%)

      Powder Parameters

316L steel is a kind of stainless steel material with excellent corrosion resistance and work 

hardening performance, which can be used in many fields, such as domestic consμmption, 

automotive industry, food chemical industry, aerospace and so on.

Element C Si Mn P S Ni Cr Mo Fe

Content ≤0.03 ≤1.00 ≤2.00 ≤0.045 ≤0.03 10.00-14.00 16.00-18.00 2.00-3.00 Bal.


